TABLE OF APPROXIMATE BULKS

The table below indicates the approximate thickness of various papers in thousandths of an inch
by micrometer readings:

BASIS THICKNESS BASIS  THICKNESS
BOND ENGLISH FINISH
17X22 9 .002 25 x 38 45 .0025
13 .0025 50 .0035
16 .003 60 .004
20 .004 70 .0045
BRISTOL
(Plate) INDEX
295 x 28.5 100 .008 20.5 x 24.75 58.5 .007
120 010 = 008
140 012 o 0105
111 0135
160 0l 143 0175
180 017 LEDGER
BRISTOL 17 x 22 24 .004
(Antique) 28 .005
22.5x 28.5 100 012 32 .00525
120 .014 36 .00575
140 .016 40 .0065
160 .018 44 .007
180 .020 OFFSET
COATED 25x 38 50 .004
(Book) 60 .0045
25 x 38 60 .003 70 -005
80 .006
70 9050 100 0075
80 .004 120 .009
100 .0055 SUPER
120 .006 25 x 38 50 .0025
COATED COVER 60 .003
20 x 26 50 .00475 70 .004
60 .006 TAG
65 .0065 24 x 36 80 .006
80 .0075 100 .0075
100 .0095 125 009
COVER 150 011
20 x 26 50 007 175 0125
200 015
65 -009 250 018
80 0105 300 0225
100 .0135 TEXT
130 .018 25 x 38 60 .0045
EGGSHELL 70 .0065
25 x 38 50 .0045 80 .007
60 .005 VELLUM
70 .006 17 x 22 20 .004
80 .0065 24 .005
28 .006
32 .0065
36 .0075
40 .0085




